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請見下一頁 (Please refer to next pages).測試結果(Test Results)

樣品名稱(Sample Description)

*CE/2008/73121*

測試期間(Testing Period)
2008/07/10
2008/07/10 TO 2008/07/21
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以下測試樣品係由客戶送樣, 且由客戶聲稱並經客戶確認如下 (The following samples was/were submitted and
identified by/on behalf of the client as)：

鋁電解電容器 (ALUMINUM ELECTROLYTIC CAPACITORS)
收件日期(Sample Receiving Date)
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測試部位(PART NAME) NO.1 :

結果
(Result)

NO.1
參考US EPA 3540C : 1996方法, 以液
相層析質譜儀檢測全氟辛磺酸含量. /
With reference to US EPA 3540C :
1996 method for PFOS Content.
Analysis was performed by LC/MS.

10 n.d.

參考US EPA 3540C : 1996方法, 以液
相層析質譜儀檢測全氟辛酸(銨)含量.
/ With reference to US EPA 3540C :
1996 method for PFOA Content.
Analysis was performed by LC/MS.

10 n.d.

4. 樣品的測試是基於申請人要求混合測試，報告中的混合測試結果不代表其中個別單一材質的含量.
(The samples was/were analyzed on behalf of the applicant as mixing sample in one testing.
The above results was/were only given as the informality value.)

1. mg/kg = ppm
備註(Note)：

2. n.d. = Not Detected (未檢出)
3. MDL = Method Detection Limit (方法偵測極限值)

全氟辛磺酸 / PFOS

整體混測 (MIXED ALL PARTS)

CHI LI TEH CO., LTD.
台北市南港區重陽路166巷3號7樓

測試結果(Test Results)

方法偵測
極限值
(MDL)

測試項目
(Test Items)
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全氟辛酸(銨) / PFOA

單位
(Unit)

mg/kg

mg/kg

測試方法
(Method)
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** 報告結尾 **
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